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样

品

信

息

委托单位 佛山市栩之汇家居用品有限公司

单位地址 佛山市顺德区乐从镇乐从居委会东区兴乐商业城中座肆层B408室

生产单位 ----

生产单位地址 ----

样品名称 沙发皮 商标名称 栩之汇

样品数量 2 件 样品状态 完好

生产日期 -- 规格或型号

检

测

信

息

样品接收日期 2021 年 05 月 10 日 样品检测日期
2021 年 05 月 10 日～

2021 年 05 月 19 日

检测依据 GB/T 16799-2018《家具用皮革》

检测项目 见检测页。

检测结论

经检测，所测试项目符合要求。

检验检测专用章

批准日期：2021 年05 月19日

备

注
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检测结果

序号 检测项目 单位 技术要求 检验结果 单项判定

1 游离甲醛含量 mg/kg ≤75 6.7 合格

2 挥发性有机物（VOC） mg/kg ≤150 15.3 合格

5 可萃取的重金属

铅 mg/kg ≤90 未检出 合格

镉 mg/kg ≤75 未检出 合格

http://www.bytesting.com/


报告编号：BYT21Z0121882

Hotine：4000-158-568 http：www.byzhijian.com 深圳市宝安区松岗街道溪头社区八工业区工业三路5号深翔工业园厂房二201

样品图片

检 测 报 告

第 3 页 共 3 页

--- 报告结束 ---

深圳市博远检测技术有限公司严正声明：

检测报告无批准人签字无效；

检测报告无“深圳市博远检测技术有限公司检测检验专用章”无效；

本报告检测结果仅对受测样品负责；

未经我公司书面同意，不得部分复制本报告。

Shenzhen Boyuan Testing Technology Co., Ltd. strictly declares:

The test report is invalid without the signature of the approver；

Thetest report "specialseal for test and inspectionof ShenzhenBoyuan Test TechnologyServiceCo., Ltd."

is invalid；

The test results in this report are only responsible for the tested samples;

This report may not be reproduced in part without the written consent of our company.
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